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Ampliﬁed Spontaneous Emission and
Lasing in Colloidal Nanoplatelets

ABSTRACT Colloidal nanoplatelets (NPLs) have recently emerged as favorable light-emitting materials,

which also show great potential as optical gain media due to their remarkable optical properties. In this work,
we systematically investigate the optical gain performance of CdSe core and CdSe/CdS core/crown NPLs having
diﬀerent CdS crown size with one- and two-photon absorption pumping. The core/crown NPLs exhibit enhanced
gain performance as compared to the core-only NPLs due to increased absorption cross section and the eﬃcient
interexciton funneling, which is from the CdS crown to the CdSe core. One- and two-photon absorption pumped
ampliﬁed spontaneous emission thresholds are found as low as 41 μJ/cm2 and 4.48 mJ/cm2, respectively. These
thresholds surpass the best reported optical gain performance of the state-of-the-art colloidal nanocrystals
(i.e., quantum dots, nanorods, etc.) emitting in the same spectral range as the NPLs. Moreover, gain coeﬃcient of
the NPLs is measured as high as 650 cm 1, which is 4-fold larger than the best reported gain coeﬃcient of the
colloidal quantum dots. Finally, we demonstrate a two-photon absorption pumped vertical cavity surface
emitting laser of the NPLs with a lasing threshold as low as 2.49 mJ/cm2. These excellent results are attributed to the superior properties of the NPLs as
optical gain media.
KEYWORDS: ampliﬁed spontaneous emission . colloidal nanoplatelets . vertical cavity surface-emitting laser . optical gain

C

olloidal quantum dots (QDs) have
been considered as versatile and
promising light-emitting materials
toward achieving full color lasers.1,2 However, optical gain is severely limited in these
colloidal nanocrystals due to the nonradiative Auger recombination.3,4 Alternatively,
various shaped nanocrystals, including
nanorods and tetrapods, were developed
and shown to achieve more eﬃcient optical
gain than the QDs.5 10 Yet, the maximum
reachable gain was still restrained in these
materials.6 Recently, colloidal nanoplatelets
(NPLs), which are also known as colloidal
quantum wells, have been introduced.11 13
The NPLs exhibit superior optical and electronic properties as compared to the QDs,
including their narrower spontaneous emission spectra, suppressed inhomogeneous
emission broadening, and giant oscillatory
strength, which are highly desired for optical gain and lasing applications.14 16 In
addition, with the great eﬀorts in recent
years, the syntheses of NPLs having diﬀerent thicknesses are optimized12 and NPLs
GUZELTURK ET AL.

having assorted structures such as core/
crown (laterally grown shell)16,17 and core/
shell (vertically grown shell) are synthesized
with higher quantum yield and stability and
larger absorption cross section.18
Among these, CdSe/CdS core/crown
NPLs (or also denoted as CdSe/CdS nanoheteroplatelets with CdS wings) are highly
attractive due to their photophysical properties. First, the peak emission wavelength
of the core/crown NPLs does not change
(except a few nanometer red shift) as compared to their core-only counterparts owing
to the conﬁnement of the excitons in the
core, where the excitons are mainly recombined. Second, core/crown NPLs preserve
their narrow spontaneous emission properties of the core-only NPLs, while the absorption cross section of the NPL is boosted due
to the interenergy transfer from the crown to
the core.16,17 Third, with the growth of CdS
crown, the quantum yield and stability of the
NPLs are enhanced.17 With these attractive
properties, core/crown NPLs were proposed
to be promising for photovoltaic devices.16
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Figure 1. HAADF-TEM images of (a) core-only and core/crown NPLs having a size of (b) 21, (c) 25, and (d) 32 nm.

Furthermore, light-emitting diodes of the NPLs were
demonstrated.19 To date, however, optical gain performances of the NPLs have not been investigated.
During the review process of our work, the report
by Talapin et al. appeared to show the one-photon
absorption pumped ampliﬁed spontaneous emission
in core and core/shell NPLs.20 However, neither twophoton absorption pumped ampliﬁed spontaneous
emission nor lasing was reported in these newly
emerging NPLs.
In this work, we report one- and two-photon absorption (1PA and 2PA) pumped ampliﬁed spontaneous
emission (ASE) in core-only and varying crown size
core/crown NPLs for the ﬁrst time. Core/crown NPLs
demonstrate substantially enhanced 1PA and 2PA
pumped ASE performance as compared to the coreonly NPLs. Among the varying size core/crown NPLs,
the NPLs with thicker crown size exhibit better ASE
performance as compared to the thinner ones. However, as the crown thickness is further increased, the
shape of the NPLs becomes irregular; thus, ASE performance is deteriorated possibly due to the increase of
the number of defects. The 2PA and 1PA pumped ASE
thresholds are as low as 4.5 mJ/cm2 and 41 μJ/cm2,
respectively. The ASE performance of the NPLs surpasses that of the best reported QDs and other shaped
nanocrystals emitting in the same spectral range. Gain
coeﬃcient of the core/crown NPLs is measured as high
as 650 cm 1, which is 4-fold larger than that of the best
reported QD-based gain media and also outperforms
that of the other shaped nanocrystals. The superior
performance of the NPLs is attributed to advantageous
properties including the interexciton funneling from
the CdS crown into the CdSe core and suppressed
Auger recombination.15,16 Finally, we demonstrate
a 2PA pumped vertical cavity surface-emitting laser
of the core/crown NPLs with a lasing threshold of
∼2.49 mJ/cm2.
RESULTS AND DISCUSSION
We synthesize four monolayer (4 ML) thick CdSe core
and CdSe/CdS core/crown NPL layers having diﬀerent
crown size with the modiﬁed recipe.17 Brieﬂy, CdSe/
CdS core/crown NPLs are synthesized in two steps.
As compared to a single-step synthesis of core/crown
NPLs, two-step synthesis results in highly uniform NPLs
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with reproducible results. First, 4 ML CdSe NPLs are
synthesized with an emission at 515 nm. Second, after
puriﬁcation of the 4 ML CdSe NPLs, the CdS crown layer
is grown with the injection of cadmium and sulfur
precursors at higher temperature. The synthesis of the
core and core/crown NPLs is explained in the Experimental Section in detail. Figure 1 depicts high-angle
annular dark-ﬁeld transmission electron microscopy
(HAADF-TEM) images of the core-only and three different crown size core/crown NPLs. The core-only NPL
has a shape varying between square and rectangle
with average long-edge length of 16.8 nm (Figure 1a)
with a standard deviation of 2.28 nm. For the core/
crown NPLs, simply by changing the injection amount
of cadmium and sulfur precursors, we can tune the size
of the crown layer. Therefore, by changing the injection
amounts, we achieve core/crown NPLs having the
average size of 20.6, 25.3, and 31.9 nm with standard
deviations of 4.29, 5.00, and 5.27 nm, as shown in
Figure 1b d, respectively. In the case of core/crown
NPLs, the vertical thickness is the same thickness as
the initial CdSe NPLs due to only lateral growth of the
CdS crown. It is also worth mentioning that, as the
crown layer grows larger, the shape of the NPLs starts
to become more irregular and nonuniform as can be
seen for 25 and 32 nm size core/crown NPLs (see
Figure 1c, d).17
Figure 2a shows the absorbance and photoluminescence (PL) spectra of the core and the varying crown
size core/crown NPLs. The core/crown NPLs are denoted by their average long-axis length as 21, 25, and
32 nm. As shown in Figure 2a, spontaneous emission
peak of the NPLs appears at 515 and 517 nm for the
core-only and core/crown NPLs, respectively. The slight
red shift of the spontaneous emission by 2 nm in the
case of core/crown NPLs is possibly due to the change
of the dielectric medium of the excitons and induced
strain by the CdS crown layer. Absorbance of the core
only and core/crown exhibits the heavy- and light-hole
transitions at 513 and 480 nm, respectively. In the case
of core-only NPLs, the absorption around 400 nm is ﬂat.
However, a new absorption peak at 407 nm starts to
arise and becomes more prominent as the CdS crown
is grown larger. This peak is due to the ﬁrst exciton
peak of the CdS layer having 4 ML thickness, which
also supports the formation of the CdS crown.16
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Figure 2. (a) Absorbance and photoluminescence of the NPLs: core only (orange), core/crown NPL having size of 21 nm (blue),
25 nm (green), and 32 nm (red). (b) Photoluminescence excitation spectra of the core-only and core/crown NPLs.

Figure 3. (a) 2PA pumped ASE of the 21 nm size core/crown NPLs. (b) 2PA pumped luminescence vs pump intensity of the
core-only and core/crown NPLs having a size of 21, 25, and 32 nm.

Figure 2b shows the photoluminescence excitation
(PLE) spectra of these NPLs that are measured for
their peak emission wavelength at 515 nm (core only)
and 517 (core/crown). The PLE spectrum of the NPLs
resembles their absorption spectrum. In the case of
core/crown NPLs, CdS's ﬁrst exciton absorption peak
at 407 nm also emerges in the PLE spectrum, which
indicates that CdS crown strongly transfers its exciton
to the CdSe core.16 This type of eﬃcient exciton
funneling, which substantially enhances the absorbance of the nanocrystals, was observed in the core/
shell QDs and nanorods.21 24 In our case, inter-NPL
exciton funneling is expected to boost the absorbance
of the NPLs in the spectral range that covers the ﬁrst
exciton absorption peak of the 4 ML CdS crown (λ <
407 nm).16,17 Pump lasers, which are generally modelocked femtosecond lasers of Ti:sapphire crystals, generally operate at around 800 nm (or ∼400 nm when
frequency-doubled). Therefore, enhancing the optical
absorption at the wavelength of the conventional
high-power pump lasers will result in increased exciton
density in the core/crown NPLs reducing the threshold
for the population inversion condition.
To study the ampliﬁed spontaneous emission in
these NPLs, we prepare close-packed solid ﬁlms by
drop-casting them on precleaned glass substrates. The
details of the ASE experiments can be found in the
GUZELTURK ET AL.

Experimental Section. In the case of 2PA pumped ASE
(λex = 800 nm), luminescence spectra of the ∼21 nm
sized core/crown NPLs are shown as an exemplary case
in Figure 3a for increasing pump intensity (see Supporting Information Figure S1 for the other NPLs). At
low pump intensities, spontaneous emission dominates the PL spectra of the NPLs with full width at
half-maxima (fwhm) of 18 20 nm in solid ﬁlms of the
NPLs. As the pump intensity is increased further, an ASE
peak arises in the emission spectrum at ∼534 nm
having a narrower fwhm of ∼5 nm. For the NPLs
investigated here, the position of the ASE peak is redshifted by 12 13 nm as compared to the spontaneous
emission peak. This highly red-shifted ASE peak indicates the existence of multiexciton gain which was
shown to be common for type-I-like QDs.25 Moreover,
owing to very small Stokes shift (2 nm) of these NPLs,
the red-shifted ASE in these materials is highly desired
that contributes to decreased self-absorption and,
thus, enhanced optical gain performance.
Figure 3b demonstrates the integrated emission
intensity versus pump intensity for the core-only and
the varying crown size core/crown NPLs. The ASE
thresholds for 2PA pumped are 8.21, 5.81, 4.48, and
4.63 mJ/cm2 for the core-only, 21, 25, and 32 nm core/
crown NPLs, respectively. The core/crown NPLs demonstrate substantially lowered ASE thresholds as
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Figure 4. (a) 1PA pumped ASE of the 21 nm size core/crown NPLs. (b) 1PA pumped luminescence vs pump intensity of the
core-only and core/crown NPLs having a size of 21, 25, and 32 nm. (c) Variable stripe length measurement of the gain
coeﬃcient.

compared to the core-only NPLs. We interpret the
substantial reduction of the ASE threshold in the
core/crown NPLs owing to the enhanced absorption
cross section of the NPLs due to the CdS crown layer,
which acts as an exciton-transferring antenna. Among
the core/crown NPLs, the 25 nm one exhibits the best
2PA pumped ASE performance. The rise of the ASE
threshold in the 32 nm core/crown NPLs is possibly
attributed to the increased defects (indented NPLs in
Figure 1d) that may quench the interenergy transfer
from the crown to the core. The achieved lowest
threshold of 4.4 mJ/cm2 is a record for the spectral
range of green emission, and it is ∼5-fold smaller than
the best reported 2PA pumped ASE threshold of the
QDs that emit in the same spectral range.26,27 Previously, this inter-NPL energy transfer from the crown
layer to the core was demonstrated via photoluminescence excitation spectroscopy.16 Here, we do not
observe any emission from the CdS crown layer. This
indicates that the inter-NPL exciton funneling is much
faster than the lifetime of the ASE process, where the
ASE process has the lifetime of <100 ps.2 This type of
ultrafast exciton funneling was reported for the CdSe/
CdS nanorods, where CdS rod was shown to act like an
antenna transferring excitons to the CdSe seeds.22,24
Overall, the core/crown NPLs are promising candidates
for frequency up-converted lasers.
Then, we investigate the 1PA pumped ASE of the
NPLs (λex = 400 nm). Luminescence spectra are plotted
in Figure 4a for the 21 nm sized core/crown NPLs
as an exemplary case measured for increasing pump
GUZELTURK ET AL.

intensities (see Figure S2 for the other NPLs). The
appearance of the ASE peak is clear for the pump
intensities above the 1PA pumped ASE threshold. The
ASE peak is red-shifted by 10 11 nm as compared
to the spontaneous emission peak. The amount of the
red shift is slightly less (∼2 nm) in 1PA pumped ASE as
compared to the shift observed in the 2PA pumped
ASE. Therefore, the ASE peaks are slightly blue-shifted
in the case of 1PA pumped ASE as compared to that of
the 2PA pumped case. This could be due to heating
caused by 800 nm pump or due to some other
excitonic eﬀects. Figure 4b depicts the luminescence
intensity versus pump intensity curves for the NPLs. The
ASE thresholds are 214, 85, 41, and 71 μJ/cm2 for the
core-only, 21, 25, and 32 nm core/crown NPLs, respectively. Here, 25 nm sized core/crown NPLs again exhibit
the best 1PA pumped ASE performance as compared
to the other samples. The largest crown size NPL of
32 nm performs worse than the 25 nm NPLs, whereas
their 2PA pumped ASE performances were comparable. The reason for this observation might be due to
the greater two-photon absorption cross section of the
32 nm NPLs as compared to the 25 nm NPLs. The
increase of the 1PA pumped ASE threshold of the
32 nm size NPLs is possibly due to the induced shape
irregularities causing an increased number of defects
that may quench the inter-NPL energy transfer from
the crown to the cores. Achieved best 1PA pumped
ASE threshold of 41 μJ/cm2 is an important achievement for the purpose of realizing lasing with greenemitting colloidal materials. Previously, best reported
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Figure 5. (a) Schematic of the VCSEL of the NPLs that employ DBRs having a six bilayer stack of SiO2 and TiO2 nanoparticles
each. (b) Emission spectrum of the VCSEL is plotted as the pump intensity is progressively increased. (c) Integrated emission
intensity versus pump intensity measurement and the linear ﬁts indicating the 2PA pumped lasing threshold of 2.49 mJ/cm2.

1PA pumped ASE threshold for the green-emitting
QDs was as low as 150 μJ/cm2.2 Therefore, these NPLs
with their record low ASE threshold levels in the green
spectral emission range will be essential for achieving
to the multicolor lasing (i.e., R-G-B) with the colloidal
materials. In addition, we perform variable stripe length
(VSL) measurements to quantify the gain coeﬃcient of
the NPLs.28,29 Figure 4c depicts the VSL measurement
of the 25 nm core/crown NPL that achieves the best
ASE performance both with 1PA and 2PA pumping.
Surprisingly, the gain coeﬃcient is found to be as
high as 650 cm 1. This gain coeﬃcient is much greater
than the best reported gain coeﬃcients of the QDs and
nanorods.6,29 Before the best reported gain coeﬃcient
was shown to be 150 cm 1 in the QDs,29 while in
nanorods, it was shown be as high as 350 cm 1.6
However, this gain coeﬃcient in nanorods could be
measured only at temperatures below 120 K. Here we
achieve this ultrahigh gain coeﬃcient at room temperature. Therefore, the NPLs are proven to be excellent
colloidal gain media for lasers.
Finally, we develop the proof-of-concept laser of the
NPLs using all solution-processed distributed Bragg
reﬂectors made out of alternatively stacked SiO2
and TiO2 nanoparticles.30,31 Employing six bilayers of
the SiO2/TiO2, we realize DBRs with peak reﬂectively as
high as 91 93%. Then, we sandwich 25 nm size core/
crown NPLs between two DBRs such that we realize
the vertical cavity surface-emitting laser (VCSEL) of the
NPLs (see Experimental Section for the details of
the devices). Figure 5a illustrates the architecture of
the VCSEL of the NPLs. Figure 5b shows the emission

spectra of VCSELs under 2PA pumping as the pump
intensity is progressively increased. After the lasing
threshold, lasing peak at 535 nm emerges with a fwhm
of 2 nm that corresponds to a Q-factor of ∼270. We
observed both spectrally and spatially coherent emission from the VCSELs after the laser threshold. Figure 5c
shows the luminescence intensity versus pump intensity plot. The threshold for the lasing is ∼2.49 mJ/cm2.
The lasing threshold is better than the 2PA pumped ASE
threshold of the drop-casted 25 nm core/crown NPLs
owing to the energy storage in the cavity.

EXPERIMENTAL SECTION

the solution is heated to 240 C under inert atmosphere. When
the temperature reaches 195 C, the color of solution becomes
yellowish. Then, 80 mg of cadmium acetate dihydrate is introduced. After 10 min growth of CdSe NPLs at 240 C, the reaction
is stopped and cooled to room temperature with the injection
of 0.5 mL of oleic acid (OA). Then, 4 ML CdSe NPLs are separated
by other reaction products with successive purification steps.

Synthesis of the Four-Monolayer Core-Only and Core/Crown NPLs. The
4 ML CdSe core-only NPLs with emission at 515 nm are
synthesized according to the recipe from the literature.17 For
a typical synthesis, 170 mg of cadmium myristate, 12 mg of
selenium, and 15 mL of octadecene (ODE) are loaded into a
three-neck flask. After evacuation of solution at room temperature,

GUZELTURK ET AL.

CONCLUSIONS
In summary, we demonstrate that colloidal nanoplatets are promising for both 1PA and 2PA pumped
optical gain and lasing. Here, for the ﬁrst time, we
investigate the ASE performance of the core-only and
core/crown NPLs having varying crown size. These
NPLs exhibit superior performance as compared to
the other colloidal counterparts including QDs, nanorods, and other shaped nanocrystals. 1PA and 2PA
pumped ASE thresholds of the NPLs reach record low
levels at 41 μJ/cm2 and 4.48 mJ/cm2 for the green
spectral emission region, respectively. The gain coeﬃcient of the NPLs is measured as high as 650 cm 1,
which represents a 4-fold enhancement over the best
reported gain coeﬃcient of the colloidal QDs. Finally,
we develop a vertical cavity surface-emitting laser of
the core/crown NPLs that exhibits 2PA pumped laser
with low threshold of 2.49 mJ/cm2. These results clearly
demonstrate that the NPLs are excellent materials for
optical gain and lasing.
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The synthesis of the CdSe/CdS core/crown NPL is performed
with the injection of cadmium and sulfur precursors which are
prepared according to recipe from the literature.17 For a typical
synthesis, certain amount of CdSe NPLs that is dissolved in
hexane and 5 mL of ODE is loaded into a three-neck ﬂask. The
solution is degassed to remove all hexane, water, and oxygen
inside the solution. Then, under the inert atmosphere, the
solution is heated to 240 C. When temperature reaches
240 C, cadmium and sulfur precursors are injected with the
rate of 4 mL/h. According to desired CdS crown size, injection
amount can be changed. After the injection of cadmium and
sulfur precursors, the reaction is stopped with the injection
of 0.5 mL of OA and the system is cooled to room temperature.
The CdSe/CdS core/crown NPLs are puriﬁed with successive
puriﬁcation steps.
Measurement of the ASE Spectra. As the optical pump source,
a Spectra Physics Spitfire Pro XP regenerative amplifier having
120 fs pulse width at 800 nm with a 1 kHz repetation rate is
used. A cylindirical lens (20 cm focus) is employed to excite
the samples with a stripe geometry. A variable neutral density
filter is used to adjust the pump intensity on the samples.
Then, pump-intensity-dependent luminescence is collected
via a fiber-coupled spectrometer (Maya2000 Pro). The collection
geometry is perpendicular to the excitation pump. For the
single-photon pumping, the pump source is frequency-doubled
using a nonlinear BBO crystal and the residual 800 nm pump is
filtered out by a high-frequency pass filter.
Fabrication of the VCSELs of the Core/Crown NPLs. SiO2 nanoparticle solution (Aldrich Ludox TMA 30 wt %, water) and TiO2
nanoparticle solution (Nanoamor Rutile TiO2 nanoparticles
15 wt %, water) were diluted with ethanol to have final concentrations of 2.2 and 5 wt %, respectively. To fabricate the DBRs,
we alternatively deposit the nanoparticles via spin-coating them
at 4000 rpm for 1 min on piranha-cleaned quartz substrates.
Between each deposition step, the samples are annealed at
200 C. As an optical path separation to realize multiple available
longitudinal modes, we deposit PMMA (PMMA 950 A9) with
spin rate of 4000 rpm for 45 s on top of one of the DBR. Then, we
drop-coat the NPLs (30 40 mg/mL) on the DBR that was not
deposited with PMMA. We bring the two DBRs together, apply
slight pressure, and using an epoxy we fix the formed cavity.
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