High-Eﬃciency Light-Emitting Diodes of
Organometal Halide Perovskite Amorphous
Nanoparticles
Jun Xing,† Fei Yan,‡ Yawen Zhao,§ Shi Chen,† Huakang Yu,† Qing Zhang,† Rongguang Zeng,§
Hilmi Volkan Demir,†,‡,∥ Xiaowei Sun,‡ Alfred Huan,† and Qihua Xiong*,†,⊥
†

Division of Physics and Applied Physics, School of Physical and Mathematical Sciences, Nanyang Technological University,
Singapore 637371
‡
LUMINOUS! Center of Excellence for Semiconductor Lighting and Displays, TPI-The Photonics Institute, School of Electrical and
Electronic Engineering, Nanyang Technological University, Singapore 639798
§
China Academy of Engineering Physics, Mianyang 621900, China
∥
Department of Electrical and Electronics Engineering, Department of Physics, UNAM−Institute of Materials Science and
Nanotechnology, Bilkent University, Ankara 06800, Turkey
⊥
NOVITAS, Nanoelectronics Centre of Excellence, School of Electrical and Electronic Engineering, Nanyang Technological
University, Singapore 639798
S Supporting Information
*

ABSTRACT: Organometal halide perovskite has recently
emerged as a very promising family of materials with augmented
performance in electronic and optoelectronic applications
including photovoltaic devices, photodetectors, and light-emitting
diodes. Herein, we propose and demonstrate facile solution
synthesis of a series of colloidal organometal halide perovskite
CH3NH3PbX3 (X = halides) nanoparticles with amorphous
structure, which exhibit high quantum yield and tunable emission
from ultraviolet to near-infrared. The growth mechanism and
photoluminescence properties of the perovskite amorphous
nanoparticles were studied in detail. A high-eﬃciency greenlight-emitting diode based on amorphous CH3NH3PbBr3 nanoparticles was demonstrated. The perovskite amorphous nanoparticle-based light-emitting diode shows a maximum
luminous eﬃciency of 11.49 cd/A, a power eﬃciency of 7.84 lm/W, and an external quantum eﬃciency of 3.8%, which is
3.5 times higher than that of the best colloidal perovskite quantum-dot-based light-emitting diodes previously reported.
Our ﬁndings indicate the great potential of colloidal perovskite amorphous nanoparticles in light-emitting devices.
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perovskite thin ﬁlm, leading to spontaneous dissociation of the
exciton into free carriers in the bulk recombination layer, as
well as low PLQE, high leakage current, and low luminous
eﬃciency. Therefore, to obtain a high luminous eﬃciency, the
electron and hole must be conﬁned to facilitate their radiative
recombination, such as the inorganic LED with a quantum well
structure, inorganic quantum dot LEDs based on the quantum
conﬁnement eﬀect, and organic LEDs using an amorphous
emitting layer.25−32

T

he recent progress on organometal halide perovskites
as solar cell material has witnessed a remarkable
breakthrough in power conversion eﬃciency over
20%.1,2 Shockley and Queisser showed that high solar cell
eﬃciency is concurrently accompanied by a high concentration
of carriers and strong emission of photons.3,4 More recently,
organometal halide perovskites have been shown to possess
high photoluminescence quantum eﬃciency (PLQE),5−8
superior electric properties, and unique band structures that
make perovskite materials suitable for high-performance, lowcost, large-area, and lightweight light-emitting diodes
(LED).9−24 However, the organometal halide perovskite LED
(PeLED) device performance is still constrained by the
delocalization nature and weak exciton binding energy of the
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Figure 1. (a) XRD patterns of amorphous CH3NH3PbBr3 NPs and polycrystalline ﬁlm. (b) Atomic model of cubic phase CH3NH3PbBr3. Blue
ball, I; pink ball, Pb; black ball, CH3; green ball, NH3. (c,d) HRTEM image, (e) SAED pattern, and (f) size distribution of CH3NH3PbBr3 NPs.

Figure 2. (a) XRD patterns of the perovskites synthesized from diﬀerent precursor solutions and (b) DLS analysis of the precursor solutions.
S-1: γ-butyrolactone and DMF solution (volume ratio 17:1) with octylamine. S-2: γ-butyrolactone and DMF solution (volume ratio 1:1) with
octylamine. S-3: DMF solution with octylamine. S-4: γ-butyrolactone and DMF solution (volume ratio 17:1) without octylamine. Schematic of
colloid structure in precursors S-1 and S-4 (c), S-2 (d), and S-3 (e). Pink ball, NH3; gray ball, CH3; brown ball, Br; green ball, DMF anion.
The ratio of Br to Pb is 3.5:1, thus the DMF anion would participate in forming the free PbX6 octahedron.

emission can be tuned to cover the entire visible light region
and exhibit high PLQE, with the highest performance obtained
with green PeLED using amorphous CH3NH3PbBr3 NPs as the
emission layer.

Recently, the green perovskite LED was reported to reach a
high external quantum eﬃciency (EQE) of 8.53% by decreasing
the particle size of the perovskite-emitting layer as well as
increasing the PLQE to 36%,33 which reduces the technical gap
between PeLED and OLED or inorganic quantum dot LEDs.
Moreover, the colloidal perovskite nanoparticles (NPs) with
sizes less than 10 nm proved to feature a high PLQE (>90%),
and a large exciton binding energy probably opens a way to
further improve the performance of PeLED.6,7 Herein, we have
successfully synthesized the colloidal perovskite CH3NH3PbX3
(X = halides) NPs with amorphous structure, of which the

RESULTS AND DISCUSSION
The colloidal perovskite CH3NH3PbX3 amorphous NPs were
synthesized by a facile solution method at ambient conditions.5,34 In a typical synthesis of CH3NH3PbBr3 NPs, PbBr2,
CH3NH3Br, and octylamine were dissolved into N,Ndimethylformamide (DMF) and γ-butyrolactone mixture
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conﬁrm the colloid attributes and assess the colloid tunability in
diﬀerent solvents, dynamic light scattering (DLS) was
employed to verify the size distribution. Figure 2b shows that
the colloid sizes of S-1 and S-4 are 0.69 and 0.67 nm,
respectively, which is close to the size of the free PbX6 (X = Br
or DMF anion) octahedron, as schematized in Figure 2c. The
PbX6 octahedron also tends to form a corner-sharing
framework, as schematized in Figure 2e,35 just like the colloidal
structure in S-3 with a size of 51.9 nm. When the volume ratio
of DMF to γ-butyrolactone is average (1:1), the colloid sizes
distribute from 0.65 to 80.89 nm, as schematized in Figure 2d.
From the above analysis, it can be concluded that perovskite
components exist in DMF as a corner-shared octahedral soft
framework, which can be split into free PbX6 octahedron when
γ-butyrolactone is added into the solution; the soft framework
would readily crystallize into perovskite when the precursor
solution is dropped in toluene; the free PbX6 octahedron would
also crystallize into perovskite if octylamine is absent, but if the
octylamine is present as a ligand, the crystallization of the free
PbX6 octahedron would be blocked in the form of amorphous
perovskite NPs.
Our facile solution method for synthesizing amorphous
perovskite NPs can be readily available to tune the optical
absorption and emission spectra of the products by adjusting
the ratio of the halides in the mixed perovskites. As shown in
Figure 3a, we can ﬁnely tune the emission wavelength from 403
to 740 nm, while the full width at half-maximum (fwhm) of
emitted PL varies from 19 to 52 nm. We also synthesized the
crystalline perovskite CH3NH3PbBr3 NPs according to a
previous report.6 As shown in the HRTEM image of the
crystalline perovskite CH3NH3PbBr3 NPs, the lattice fringes
were measured to be 0.294 nm, which corresponds to the (200)

solution to obtain a clear precursor solution. Here, octylamine
was used as organic ligands to control the size of the perovskite
NPs. A certain amount of the precursor solution was dropped
into toluene under vigorous stirring. Meanwhile, a green
colloidal solution was formed, indicating the precipitation of
the perovskite sample. The colloidal solution was centrifuged at
5000 rpm to discard the large aggregation particles and then
centrifuged at 15 000 rpm to obtain the colloidal perovskite NP
deposit. According to the X-ray diﬀraction (XRD) pattern
(Figure 1a), it can be deduced that the as-synthesized
perovskite NPs exhibit a typical amorphous phase. A broadened
peak around 23° belongs to the glass substrate, and there is no
typical diﬀraction peak of CH3NH3PbBr3. This amorphous
structural character can also be conﬁrmed by high-resolution
transmission electron microscopy (HRTEM) and corresponding selected area electron diﬀraction (SAED) (Figure 1c−e)
conducted at 60 kV acceleration voltage to exclude the
possibility of an electron beam with high-voltage-induced
damage of the sample. Figure S1 shows that the perovskite
gradually aggregates and regrows into crystalline perovskite
NPs under a high voltage electron beam (200 kV) during the
TEM measurement. A typical HRTEM image displays that the
as-prepared perovskite features a NP morphology with a size of
less than 10 nm, and no lattice fringes or crystal-like regions can
be detected. We statistically analyzed the size of the as-prepared
perovskite NPs, and the distribution is presented in Figure 1f
with an average size of 6.1 nm. The low color contrast between
the perovskite NPs and carbon ﬁlm substrate in the HRTEM
image is attributed to the amorphous nature. The SAED
pattern exhibits a full halo ring without any noticeable
diﬀraction spot, further proving the amorphous phase of the
perovskite NPs. As a comparison, the XRD pattern of the
reference polycrystalline perovskite ﬁlm shown in Figure 1a
matches well with the cubic structure of CH3NH3PbBr3.
Moreover, energy-dispersive X-ray (EDX) spectroscopy conﬁrms the perovskite composition of the NPs, including
elements C, N, Pb, and Br.
To explore the growth mechanism of the amorphous
perovskite NPs, we investigated the eﬀect of the solvent and
ligand on the crystalline structure of as-prepared perovskite
samples. Figure 2a shows the XRD patterns of the perovskite
samples synthesized from precursor solutions with diﬀerent
solvents (see Methods). Solvent of precursor solution 1 (S-1) is
composed of DMF and γ-butyrolactone (volume ratio 1:17)
and octylamine (1.67 μL/mL); solvent of precursor solution 2
(S-2) is composed of DMF and γ-butyrolactone (volume ratio
1:1) and octylamine (1.67 μL/mL); solvent of precursor
solution 3 (S-3) is composed of DMF and octylamine (1.67
μL/mL); solvent of precursor solution 4 (S-4) is composed of
DMF and γ-butyrolactone (volume ratio 1:17). Here, DMF is
used as the solvent, and γ-butyrolactone is used as an
antisolvent; the volume ratio of 1:17 is close to the smallest
value to completely dissolve the perovskite components. As
shown in Figure 2a, only the sample synthesized from S-1
features amorphous structure, and the samples synthesized
from S-2 to S-4 are all crystalline particles. On the basis of the
XRD peak width, the crystal particle sizes of the perovskite
samples increase in order of S-2 < S-3 < S-4; however, their
corresponding PLQEs increase in the reverse order (Figure
S2). According to a previous report, organic−inorganic
perovskite components exist as a colloidal phase in the solvent,
of which the coordination complex actually determines the ﬁnal
perovskite quality (such as particles size and crystallinity).35 To

Figure 3. (a) Optical absorption and PL spectra of perovskites with
diﬀerent halides components. (b) Digital image of perovskite
colloidal solutions in toluene under ambient light and UV lamp
with light emission from 438 to 660 nm.
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Figure 4. (a,b) Temperature-dependent PL of amorphous CH3NH3PbBr3 NPs and polycrystalline ﬁlm, respectively. (c) Temperaturedependent PL intensity. (d) Temperature-dependent fwhm.

occurs, which implies the amorphous feature of the perovskite
NPs. The temperature-dependent PL properties of reference
sample CH3NH3PbBr3 polycrystalline ﬁlm are shown in Figure
4b. Between 296 and 140 K, only one emission peak was
observed, with a monotonic peak red-shifting with the
decreasing temperature. However, for 120−140 K, an additional emission peak at a lower energy emerges, which is
consistent with the previous studies on perovskite phase
transition. As temperature decreases from 296 to 77 K, the PL
peak of the perovskite amorphous NPs red shifts by 100 meV,
which is much larger than that of the perovskite polycrystalline
ﬁlm of 43 meV (Figure 4a,b), indicating that the amorphous
NPs are more temperature-sensitive. Figure 4c,d shows the PL
intensity and the fwhm versus the temperature of amorphous
CH3NH3PbBr3 NPs and polycrystalline ﬁlm. In the temperature range of 296−77 K, the integrated PL intensity of
perovskite polycrystalline ﬁlm increases exponentially with
decreasing temperature, and the PL intensity at 77 K is about
130 times stronger than that at 296 K. Generally, if nonradiative
decay is present as an important channel in semiconductors, the
thermal disturbance reduces dramatically while temperature
decreases, and the nonradiative decay channel thus shows
strong temperature dependence. In contrast, the PL intensity of
amorphous CH3NH3PbBr3 NPs is nearly independent of
temperature, suggesting that nonradiative decay is insigniﬁcant
in the amorphous NPs, which is consistent with its high PLQE.
Therefore, the amorphous CH3NH3PbBr3 NPs would become
a superior candidate in optoelectronic applications. As shown in
Figure 4d, the room temperature PL peak of amorphous
CH3NH3PbBr3 NPs displays a fwhm of 138 meV, which is
much larger than that of perovskite polycrystalline ﬁlm at 77
meV. According to a previous report, the PL of the perovskites
can be attributed to the combination of the excited electrons in
Pb 6p states and the hole in X (X = Cl, Br, and I) outer p

plane of the cubic phase CH3NH3PbBr3 (Figure S3). We
further conducted UV−vis absorption and PL emission
properties of the crystalline perovskite. We found that the
band edges observed in the PL are close, but the absorption in
the crystalline sample showed a stronger ﬁngerprint of excitons
(Figure S4). The as-prepared I- and Cl-substituted colloidal
perovskite samples were also characterized by TEM measurement (Figure S5), which also conﬁrmed the amorphous NP
structure of the mixed perovskites. The PLQE of the typical
CH3NH3PbBr3 NPs was measured to be 77%, which is
comparable to that of the core−shell chalcogenide quantum
dots. On the contrary, lower PLQEs were obtained on Cl- and
I-substituted CH3NH3PbX3 NPs (Table S1). To understand
the kinetics of electron−hole recombination in the perovskite
samples, we measured the time-resolved PL spectra of the
perovskite samples (Figure S6). The PL decay curves can be
ﬁtted well with a biexponential decay model, in which the PL
lifetimes are considered as the summation of a long-lived
lifetime (τ1) and a short-lived lifetime (τ2). For the typical
perovskite CH3NH3PbBr3 amorphous NPs, τ1 is 5.58 ns and τ2
is 0.79 ns. The long-lived lifetime is related to the radiative
recombination inside the NPs, whereas the short-lived lifetime
is related to the trap-assisted recombination at NP boundaries.
To understand the emission properties of the perovskite
amorphous NPs, we further investigated the temperature (T)dependent emission properties. According to a previous XRD
study, the perovskite CH3NH3PbBr3 crystal has four crystalline
phases at diﬀerent temperatures (T > 236.9 K cubic Pm3m;
155.1 K < T < 236.9 K tetragonal I4/mcm; 149.5 K < T < 155.1
K tetragonal P4/mmm; and T < 149.5 K orthorhombic
Pna21).36 Figure 4a shows the temperature-dependent PL
spectra of CH3NH3PbBr3 NPs. As temperature decreases from
296 to 77 K, only one PL peak can be resolved with
pronounced red-shifting, indicating that no phase transition
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Figure 5. (a) Energy level diagram of diﬀerent layers of the PeLED, showing the conduction and valence band levels with respect to vacuum.
(b) Cross-sectional SEM image of the PeLED device.

states.37 The Pb−X bond distances and connectivity of
inﬁnitely extended PbX6 octahedral units inﬂuence exciton
energies, causing diﬀerent emission energies in perovskites. In
the amorphous structure, PbX6 octahedrons connect to each
other with diﬀerent corner/edge-sharing, and some distorted
structures would result in the diﬀerent Pb−X bond lengths. In
addition, as temperature decreases, the fwhm of perovskite
amorphous NPs reduces less than that of the perovskite
polycrystalline ﬁlm, suggesting the weaker phonon−exciton
interaction.
It is noted that the PLQE of the perovskite NP ﬁlm is much
higher than that of the bulk ﬁlm. Generally, the exciton binding
energy of the perovskite semiconductor reported in literature is
several tens of millielectronvolts.13,14,38−41 This implies that at
room temperature excitons are partially ionized to free carriers.
The free carriers in the bulk recombination layer would result
in the low luminous eﬃciency and high leakage current of
PeLED. However, the colloidal perovskite NP architecture
would suppress the exciton dissociation eﬀectively, leading to
high quantum yield. As indicated in Figure 5a,b, the initial
PeLED architecture in this work was designed as ITO/
PEDOT:PSS (40 nm)/perovskite NPs (40 nm)/TPBi (50
nm)/TPBi:Cs2CO3 (10 wt %, 20 nm)/Al. The energy level of
perovskite was measured using ultraviolet photoelectron
spectroscopy (UPS, Figure S7). The PEDOT:PSS ﬁlm worked
as an ITO modiﬁcation layer to enhance hole injection and the
hole transport layer. Both the PEDOT:PSS and perovskite NP
ﬁlms were deposited onto the ITO substrate by spin-coating
sequentially. As shown in the atomic force microscopy (AFM,
Figure S8) image, the surface roughness Ra of the perovskite
ﬁlm on PEDOT:PSS is only 4.35 nm, and such an excellent
morphology satisﬁes the requirement of high-quality LEDs.
The other functional ﬁlms were deposited using vacuum
thermal evaporation. To avoid electrical shunting paths caused
by the contact between the perovskite NP layer and the
cathode, which would cause a lower quantum yield, a 70 nm
TPBi electron transport layer was employed as the conformal
coating to separate the two layers completely. However, the low
electron mobility of the TPBi ﬁlm may cause a higher driving
voltage and imbalance charge carriers in the recombination
zone; therefore, a 20 nm thick intrinsic TPBi layer on the
cathode side was replaced by a 20 nm n-type-doped
TPBi:Cs2CO3 layer, which can also enhance the ﬁlm
conductivity and electron injection from the Al cathode.
Above all, to optimize the device performance, the inﬂuence
of diﬀerent thicknesses of the perovskite NP ﬁlm was
investigated; as a result, the device with a 40 nm (1500 rpm)
perovskite NP ﬁlm showed the best overall performance (Table
S2). The current density−voltage−luminance of the PeLED is
shown in Figure 6a. The electroluminescence (EL) of the

Figure 6. (a) Current density−voltage (black) and luminance−
voltage (red) characteristics. (b) Power eﬃciency−current density
(black) and external quantum yield−current density (red)
characteristics. (c) Electroluminescence spectra at a peak wavelength of 512 nm and with a fwhm of 26 nm, and the image of the
resulting device operating at a luminance of 1189 cd/m2.

PeLED is consistent with PL (Figure 6c). To conﬁrm the
Lambertian emission feature of the PeLED, we have measured
the EL spectra with diﬀerent view angles, and there is no
noticeable shift or shape change with the angle change (Figure
S9). A maximum brightness of 3515 cd/m2 was achieved at a
current density of 73.8 mA/cm2. A maximum power eﬃciency
of 7.84 lm/W was obtained at 0.82 mA/cm2 and 90.6 cd/m2. A
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maximum EQE of 3.8% was obtained at 1.72 mA/cm2 and
198.1 cd/m2, which is 3.5 times higher than that with the best
PeLED based on the perovskite NP colloid (Figure S10 and
Table S4). Given the out-coupling eﬃciency of ∼20%, a
maximum internal quantum eﬃciency (IQE) of 19% was
achieved. As an emerging material, the reliability of perovskite
NPs still needs to be improved; for example, even the devices
with an identical structure presented some ﬂuctuation in overall
performance (devices 1−5, Table S3). Here, we obtained the
champion value of the key parameters, such as the maximum
luminance of 11 830 cd/m2 in diﬀerent devices (Table S3). The
luminous eﬃciency of the PeLED rises initially and then drops
with increasing current density, which is similar to the trend
with previously reported results.15,32
Considering the enormous diﬀerence of conductivity
between PEDOT:PSS ﬁlm and amorphous TPBi ﬁlm, the
opposite charge carriers reached in the perovskite recombination zone were probably imbalanced, which quenched the
emission. In order to improve the device performance, we
further optimized the PeLED. First, we added a poly-TPD ﬁlm
as a hole transport layer between the PEDOT:PSS and
perovskite NP layer to balance the charge carriers in the
recombination zone. We fabricated devices 5 and 6 using
identical materials in a single run to compare the performance.
As indicated in Figures S11 and S12, the poly-TPD layer can
eﬀectively improve the device performance drastically, including a higher EQE and a lower driving voltage. Furthermore, we
fabricated one device in which half of the PEDOT:PSS ﬁlm was
covered by poly-TPD ﬁlm. In such a device, signiﬁcant
enhanced emission from the half device with poly-TPD ﬁlm
was observed. Nonetheless, probably due to the just passable
reliability, the performance of device with poly-TPD was still
less than 3.8%.
As shown in Figure S13, the device presents a negative
diﬀerential resistance eﬀect at a driving current density of about
100 mA/cm2. As the luminance is a monotonically and
approximately linearly increasing function of the driving current
density, a higher brightness needs a higher driving current
density to support. Therefore, we modiﬁed the device structure
furthermore by replacing the electron transport layer of TPBi
by B3PYMPM with higher electron mobility. As indicated in
Figure S14, device 7 can support a much higher driving current
density. It is noted that in device 7, due to the high electron
mobility of B3PYMPM, the driving voltage decreases
substantially, allowing it to reach 1000 cd/m2 at only 3.9 V,
which is helpful to achieve higher power eﬃciency. Similarly,
the device with B3PYMPM also presented a dramatic
ﬂuctuation in overall device performance. Finally, we
investigated the stability of the PeLED with the structure of
ITO/PEDOT:PSS/perovskite NPs/TPBi/TPBi:Cs2CO3/Al.
The lifetime of the device is about 30 s as the brightness
decreases to 50% of the initial value of 100 cd/m2 (Figure S15).
The stability of the organometal halide perovskite-based devices
(solar cell and LED) is a still a daunting problem that hinders
the application of the perovskite, and there is a considerable
margin to improve.

maximum bright luminance and created a very high EQE of the
green PeLED. Such high performance can be attributed to the
excellent PLQE of the perovskite sample as well as their unique
colloidal amorphous NP structure. Though the reliability still
needs to be improved, our demonstration of eﬃcient PeLED
shows the feasibility and promising prospect in the application
of surface-emitting LED based on colloidal organometal halide
perovskite NPs.

METHODS
Perovskite NP Preparation. Methylamine (CH3NH2) solution in
ethanol was reacted with haloid acid (HI, HBr, or HCl) in water with
excess methylamine at 0 °C. The precipitate was recovered via
evaporation at 60 °C. The yellowish raw product was washed with
diethyl ether ﬁve times and dried at 60 °C in a vacuum oven for 24 h.
For the synthesis of amorphous CH3NH3PbBr3 NPs, 0.225 mmol
methylamine bromide (CH3NH3Br) and 0.15 mmol lead bromide
(PbBr2) were dissolved in 0.5 mL of anhydrous DMF and 8.5 mL of γbutyrolactone mixed solution with 15 μL of octylamine to form a
halide perovskite precursor solution (S-1). Next, 0.3 mL of the
perovskite precursor solution was dropped into 5 mL of toluene with
vigorous stirring. The colloidal solution was centrifuged at 5000 rpm
for 5 min to discard the aggregated precipitates, and the perovskite
NPs were obtained after being centrifuged at 15 000 rpm. For the
other precursor solutions, S-2 to S-4, the concentrations of the
CH3NH3Br and PbBr2 are kept the same as above, but the volumes of
DMF, γ-butyrolactone, and octylamine change to 4.5 mL, 4.5 mL, 15
μL (S-2); 9 mL, 0 mL, 15 μL (S-3); and 0.5 mL, 8.5 mL, 0 μL (S-4).
CH3NH3PbCl3 and CH3NH3PbI3 amorphous NPs were synthesized
by a similar method but with varying precursors and solvents.
Dimethylsulfoxide and γ-butyrolactone mixed solution was used to
dissolve the PbCl2 and CH3 NH3Cl. The mixed perovskites
CH3NH3PbBrxI3−x and CH3NH3PbClxBr3−x were fabricated by
blending the perovskite precursor solution with an appropriate ratio.
The perovskite NP product was dispersed in tetrahydrofuran to form
the colloidal solution, with a concentration of 5 mg/mL for LED
fabrication. The polycrystalline perovskite ﬁlm was spin-coated on a
quartz substrate from DMF solution with CH3NH3Br (0.1 M) and
PbBr2 (0.1 M). The crystalline CH3NH3PbBr3 NPs were synthesized
according to a previous report.6
Characterizations. The structure of as-grown samples was
characterized using XRD (Bruker D8 Advanced diﬀractometer with
Cu Kα radiation) and transmission electron microscopy with energydispersive X-ray spectroscopy (subangstrom resolution, aberrationcorrected TITAN G2 60-300 and JEM 2100F). The colloid attribution
was measured by DLS (Malvern Nano-ZS, measurement ranges from
0.3 nm to 10 μm). UV−vis absorption was measured on a LAMBDA
950 UV/vis/NIR spectrophotometer, and PL spectra were taken using
a ﬂuorescence spectrometer (Cary Eclipse). The absolute PL quantum
eﬃciency was determined by a ﬂuorescence spectrometer with an
integrated sphere excited under 415 nm laser irradiation. The
temperature-dependent PL spectra were measured with a microRaman spectrometer (Horiba-JY T64000) with a single-grating setup
and 473 nm (solid-state laser) excitation laser. The backscattered
signal was collected through a 50× (VIS) objective and recorded by a
liquid-nitrogen-cooled charge-coupled device detector. The morphology and structure of the LED device were characterized by atomic
force microscopy (Veeco Dimension V) in the tapping mode and ﬁeldemission scanning electron microscopy (JEOL JSM-7001F). UPS
measurements were performed on the samples in a home-built UHV
multichamber system with base pressure better than 1 × 10−9 Torr.
The UPS source was a helium discharge lamp (hν = 21.2 eV). The
photoelectrons were measured by an electron analyzer (Omicron
EA125).
Time-Resolved Photoluminescence Spectroscopy. The excitation pulse (400 nm) was generated by frequency doubling the 800
nm output with a BBO crystal from the MaiTai (SpectraPhysics)
(∼100 fs, 80 MHz, 800 nm). The pump laser source was introduced
into a microscope (Nikon ECLIPSE Ti−U) and focused onto samples

CONCLUSIONS
In summary, we have synthesized a series of colloidal
organometal halide perovskite amorphous NPs by a facile
solution method. The high-performance PeLEDs based on the
colloidal organometal halide perovskite amorphous NPs have
been demonstrated, and the high-eﬃciency LED shows a
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with a 100× objective (Nikon, numerical aperture: 0.9). To obtain
suﬃcient energy injection, the laser spot was focused to the diﬀraction
limit. The reﬂected emission was collected by the same objective. The
emission was time-resolved using a PicoHarp 300 system, and the data
were analyzed with SymPhoTime 64 (PicoQuant).
Device Fabrication and Characterizations. All chemicals used
in this work are commercially available. Patterned indium tin oxide
(ITO) glass substrates (10 Ω/sq) were cleaned with deionized water,
isopropyl alcohol, and acetone in sequence and then oven-dried and
treated in O2 plasma. A 40 nm PEDOT:PSS layer was spun on the
ITO substrate at 4000 rpm for 60 s and then annealed at 150 °C for 30
min in the ambient air. All samples were transferred into a N2
atmosphere glovebox for the deposition of a 40 nm poly(4butylphenyl diphenylamine) (poly-TPD) ﬁlm by spin-coating at
2500 rpm for 60 s and then annealing at 150 °C for 30 min; then
the perovskite NP layer was spun onto the substrates at 1500 rpm for
60 s. The 3,5-tris(1-phenyl-1H-benzimidazol-2-yl)benzene (TPBi),
4,6-bis(3,5-di(pyridin-3-yl)phenyl)-2-methylpyrimidine, and 4,6-bis(3,5-di-3-pyridylphenyl)-2-methylpyrimidine (B3PYMPM) served as
the electron transport layers (ETL); the ETL doped with cesium
carbonate (Cs2CO3) worked as the electron injection layer, and the
aluminum electrodes were fabricated by thermal evaporation in a
single run at a base pressure of less than 3 × 10−4 Pa without breaking
the vacuum. All organics and other compounds were evaporated at a
rate of about 0.1 nm s−1, and the aluminum electrodes were
evaporated at a rate of 0.8−1 nm s−1. A shadow mask was used to
deﬁne the cathode, and we could obtain six devices (with an emissive
area of 1 × 1 mm2) on each substrate. All devices were encapsulated by
UV glue and glass cover in a N2 atmosphere glovebox for the
characterization operated in ambient air. The luminance−current−
voltage (L−I−V) characteristics and electroluminescence spectra were
measured simultaneously with an Agilent B2902A source meter and
Konica Minolta LS-110 luminance meter. The electroluminescence
spectra were measured using a PR705 spectrometer. The maximum
EQE was limited by the light out-coupling eﬃciency of the device,
which can be estimated from ηout = 1/(2n2) for layer-by-layer
structures without out-coupling enhancement instruments, where n is
the refractive index of the organic material and assuming n = 1.5. ηout is
typically around 20%.
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