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Abstract 

In this work, a proof-of-concept study was performed to examine the potential of spectrally and 
temporally multiplexed imaging of cells by using quantum dots (QDs). The CdSe and ZAIS QDs with 
different emission wavelengths and well-separated fluorescence lifetimes were prepared to provide 
2-dimensional information. After incubation with cells, the same type of QDs with different emission 
wavelengths were distinguishable in spectral imaging while different types of QDs with similar emission 
wavelengths but well-separated fluorescence lifetimes were resolvable in fluorescence lifetime imaging. 
For cells co-stained with dye and different types of QDs, the fluorescence lifetime imaging microscopy 
(FLIM) images showed spatially separated patterns that can be split into channel images by using the 
software-based time gates. Overall, the results demonstrate the feasibility of combining the 
2-dimensional encoded QDs for spectrally and temporally multiplexed imaging. This method can be 
extended to other QDs and organic dyes to maximize the number of measurable species in multiplexed 
imaging and sensing applications. 
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Introduction 
Multiplexed imaging provides a useful 

technique for simultaneously identifying multiple 
biological targets and comprehensively analyzing 
physiological processes at both the cellular and tissue 
level.[1, 2] Commonly, the fluorescent probes 
facilitate the acquisition of high-resolution biomedical 
images such as infected organs and tumor cells.[3-6] 
The fluorescent signals of these probes can be 
resolved spectrally based on their different emission 
wavelengths or temporally based on their specific 
fluorescence lifetimes, which make them applicable in 
spectrally or temporally multiplexed imaging. 
Although the spectrally multiplexed imaging has 
been well developed, the temporally multiplexed 
imaging may serve as a useful complementary 

method. It can be used to resolve the fluorescent 
probes with similar spectral wavelengths but widely 
differing fluorescence lifetimes, which is difficult to be 
discriminated in spectrally multiplexed imaging. [7, 8] 
By applying appropriate time gates, the image 
contrast can be increased due to the suppression of 
the scattered light and cell autofluorescence.[9-11] The 
combination of temporally and spectrally multiplexed 
imaging may increase or even multiply the number of 
the channels that can be resolved, thereby allowing 
the simultaneous detection of maximum measurable 
species.  

 In recent years, some researchers have 
developed fluorescent probes with resolvable 
fluorescence lifetimes for temporally multiplexed 
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imaging. Hoffmann et al. encapsulated near-infrared 
dyes in polymer nanoparticles and obtained 
fluorescent probes with largely overlapped 
absorption/emission profiles but different 
fluorescence lifetimes (~1.0-3.0 ns).[7] The signals of 
these probes were successfully discriminated in living 
cells by fluorescence lifetime imaging microscopy 
(FLIM). For temporal multiplexing in microsecond 
region, Lu et al. developed a series of lanthanide 
encoded microspheres with tunable fluorescence 
lifetimes (~188-359 μs).[12] After optimizing the 
fitting algorithm and detection configuration suitable 
for the microsecond-scale lifetimes, they successfully 
applied the lanthanide-doped microspheres for 
temporally multiplexed probing of DNA strands. 
Quantum dots (QDs), with emissions covering UV to 
near-infrared region and fluorescence lifetimes 
ranging from nanosecond to millisecond scale,[13, 14] 
are promising candidates for spectrally and 
temporally multiplexed imaging. Their broad 
excitation profiles, superior photostability, and 
versatile surface chemistry functionalization 
capability further emphasize their suitability for such 
applications.[15-17] Based on spectral multiplexing 
method, QDs have found wide applications including 
monitoring the progression of cancer,[18, 19] 
identifying the cell types,[20] and assessing the 
genetic expression.[21] To realize the potential of QDs 
in temporally multiplexing, technical challenges must 
be addressed in preparing QDs with resolvable 
fluorescence lifetimes and selecting data acquisition 
and analysis methods suitable for lifetime scale of 
QDs.  

Up to now, only a handful of studies have 
explored the feasibility of temporal multiplexing of 
QDs in solutions.[22, 23] However, the resolvability of 
their fluorescence lifetimes in solutions does not 
guarantee the resolvability of these QDs in cells and 
biological fluids, considering the sensitivity of their 
fluorescence lifetimes to pH and the biochemical 
species in local cellular environments.[24, 25] Until 
very recently, Cai’s group successfully applied the 
type-II CdTe/CdS QDs with well separated 
fluorescence lifetimes (30-160 ns) for temporal 
multiplexing in cell imaging.[26] These type-II 
core/shell QDs exhibited prolonged fluorescence 
lifetimes due to the slow recombination of electrons 
and holes spatially separated in shell and core. 
However, this approach is difficult to be extended to 
other QDs due to the difficulty and challenge in 
preparing different types of highly luminescent 
type-II QDs.[27] Another possible approach to obtain 
QDs with widely separated fluorescence lifetimes is to 
combine QDs exhibiting band-edge PL with QDs 
exhibiting defect- or dopant-related PL. The slow 

recombination processes via intra-gap levels such as 
defects and dopants result in prolonging of the 
fluorescence lifetimes. For example, the CuInS2 and 
AgInS2 QDs have fluorescence lifetimes typically 
ranging from a hundred to a few hundred 
nanoseconds,[28-30] while the Cu-doped ZnS and 
Mn-doped ZnSe QDs show lifetimes up to 
microsecond and even millisecond scale.[13] These 
distinct temporal characteristics can be utilized to 
differentiate these QDs from the most commonly used 
Cd-based QDs with typical fluorescence lifetimes of 
several tens of nanoseconds.[31, 32] Herein, we 
attempted to examine the potential of this approach 
for temporally multiplexed imaging of cells. The 
CdSe/ZnS (CdSe) QDs and Zn-Ag-In-S (ZAIS) QDs 
are selected as models due to their widely-separated 
fluorescence lifetimes. Besides, these two QDs have 
wide tunability in emission wavelengths by varying 
size and compositions, which make them promising 
for simultaneous spectrally and temporally 
multiplexed imaging. By applying 4-plex QDs (green 
CdSe, red CdSe, green ZAIS, and red ZAIS QDs) with 
multi-lifetime and multi-emission in cell imaging, we 
obtained spectrally resolvable signals from green and 
red emitting QDs and temporally resolvable signals 
from CdSe and ZAIS QDs. For cells co-stained with 
different QDs and dye, the FLIM images showed 
spatially separated false-color patterns and can be 
split into channel images by using the software-based 
time gates. For the lifetime scale of QDs, the effect of 
data acquisition and data analysis methods on 
imaging results were discussed. Due to the rich 
availability of QDs with differing fluorescence 
lifetimes and emissions, the strategy used in this 
study can be easily extended to incorporate more QDs 
to maximize the number of measurable species in 
multiplexed imaging and sensing. 

Materials and Methods 

Synthesis and Surface Modification of 
Quantum Dots (QDs) 

Organically-capped green-emitting and 
red-emitting CdSe/ZnS (ORG CdSe) QDs were 
obtained from mesolight and NN-Labs, respectively. 
The ORG CdSe QDs were transferred into the 
aqueous phase by a ligand exchange method 
described in our previous report.[33] Briefly, 1 mg of 
ORG CdSe QDs were washed with ethanol and mixed 
with 30 mg of mercaptosuccinic acid (MSA) in 5 ml of 
chloroform. After stirring for 5 min, 100 µl of 30% 
NH4OH solution and 900 µl of DI water were added 
into the reaction mixture, and the biphasic system 
solution was stirred for another 5 h. Afterwards, the 
QDs in aqueous phase were washed by centrifugation 
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with ethanol and dispersed in 1 ml of DI water.  
The synthesis of organically-capped Zn-Ag-In-S 

(ORG ZAIS) QDs was modified from previous 
protocols.[34, 35] Typically, 0.25 mmol of silver nitrate 
(AgNO3), 1 mmol of indium(III) acetate (In(OAc)3) 
and 3 mmol of stearic acid were mixed with 10 ml of 
1-octadecene (ODE) and 2 ml of oleic acid in a flask. 
The reaction mixture was heated to 100 ˚C within 30 
mins under stirring and nitrogen flow. After cooled 
down to 90 ˚C, 2 ml of dodecanethiol (DT) was added 
and the mixture was stirred for 3 min before the rapid 
injection of 1.5 mmol of sulfur (S) pre-heated in 3 mL 
of oleylamine. The Ag-In-S (AIS) QDs were allowed to 
grow for 5 min. Afterwards, 0.5 mmol of zinc stearate 
(ZnSt2) and S dispersed in ODE were injected into the 
reaction mixture and the temperature was raised to 
150 ˚C. After 10 min, the ZAIS QDs were precipitated 
by centrifugation with ethanol and stored in 
chloroform. For preparing green-emitting ZAIS QDs, 
the Ag, In, Zn precursors were adjusted to 0.1 mmol, 
0.4 mmol and 0.9 mmol. The Zn and S precursors 
were injected at 1 h interval for three times and the 
temperatures of the reaction mixture were 
respectively raised to 150 ˚C, 180 ˚C, and 220 ˚C after 
the first, second and third injection. For surface 
modification of ZAIS QDs, 1 mg of ORG ZAIS QDs 
dispersed in 100 µl of chloroform were injected into 1 
ml aqueous solution of 46.5 mg 
cetyltrimethylammonium bromide (CTAB). After 
stirring at 70 °C to evaporate the chloroform, the 
resulting aqueous solution was added to the mixture 
of 4.5 ml of DI water and 12 µl of 0.2 M NaOH. 
Subsequently, 125 μl of tetraethyl orthosilicate (TEOS) 
was injected into the solution mixture, and the 
mixture was heated at 70 °C for 10 h under stirring. 
Afterwards, the silica modified ZAIS QDs were 
collected by centrifugation at 9000 rpm for 10 min. 
The QDs were washed with ethanol and water for five 
times to remove the impurities and dissolved in DI 
water with the assistance of sonication. 

Characterization of QDs 
Transmission electron microscopy (TEM) images 

were taken with a FEI TecnaiTM microscope at an 
accelerating voltage of 200 kV. Energy dispersive 
X-ray (EDX) spectra were obtained using a 
JSM-5600LV scanning electron microscope equipped 
with an EDX analyzer. UV-vis absorption spectra of 
the QDs were measured using a UV-2450 
spectrometer (Shimadzu, Japan). Photoluminescence 
(PL) spectra of the QDs were recorded by a 
Fluorolog-3 Fluorometer (HORIBA Jobin Yvon, USA). 
The time-resolved PL decays of water-dispersible 
CdSe and ZAIS QDs were obtained by a DCS-120 
Confocal Scanning Fluorescence Lifetime Imaging 

System (Becker & Hickl, Germany) operated at a 
single curve mode. 

Incubation of QDs with Cells 
RAW264.7 cells were cultured in Dulbecco's 

modified Eagles medium (DMEM) supplemented 
with 100 μg mL−1 penicillin, 100 μg mL−1 streptomycin 
and 10% fetal bovine serum (FBS) at 37 °C with 5% 
CO2. Before treating cells with QDs, cells were seeded 
onto the glass-bottom microwell dishes. The 
water-dispersible CdSe and ZAIS QDs were added 
into the culture media and the cells were incubated 
for another 4 h. After 4 h, the treated cells were 
washed with PBS for three times and fixed with 4% 
formaldehyde. 4′,6-Diamidino-2-phenylindole 
dihydrochloride (DAPI, Sigma) was used for nuclei 
staining. For cross-cell experiment, RAW264.7 cells 
separately treated with CdSe and ZAIS QDs in two 
dishes were washed, trypsinized and seeded onto one 
dish. After incubation for another 4 h, the cells were 
fixed with 4% formaldehyde. 

Cell imaging studies 
For spectral microscopy, the excitation intensity, 

exposure time for taking microscope images, and 
look-up tables (LUTs) of the acquired image were 
identical for [imaging the cells treated with green- and 
red-emitting QDs. For fluorescence lifetime imaging 
microscopy (FLIM), the cell images with 256 x 
256 pixels and 256 time channels were taken at a film 
mode with 100x oil lens. 405 nm long pass filter was 
applied for acquiring fluorescent images. A 375 nm 
picosecond laser with 20 MHz repetition rate was 
used as the excitation source. HPM-100-40 high-speed 
hybrid detector was used to record the fluorescence 
signals by the control of DCC-100 detector controller. 
The fluorescence lifetimes in the FLIM image were 
calculated by fitting the decay curves using an 
incomplete decay model with the correction method 
(Supporting Information). 

Results and Discussion  
To achieve temporally and spectrally resolved 

fluorescence signals, the CdSe/ZnS QDs (shortly as 
CdSe QDs) and Zn-Ag-In-S (ZAIS) QDs with wide PL 
tunability and distinct fluorescence lifetimes were 
selected as QDs models for multiplexed cell imaging. 
Organically-capped (ORG) CdSe QDs with different 
emission wavelengths are commercially available and 
ORG ZAIS QDs with tunable PL were prepared by 
using the composition control strategy.[29] By varying 
the Ag:In feed ratio in nucleation stage and alloying 
Zn and S at elevated temperature, we obtained ORG 
ZAIS QDs with green to near-infrared (NIR) 
emissions under UV excitation (Figure 1a). The 



Nanotheranostics 2017, Vol. 1, Issue 1 

 
http://www.ntno.org 

134 

quantum yields (QYs) are as high as 33.8-66.7% for 
red- and green-emitting ZAIS QDs and 11.2% for 
NIR-emitting ZAIS QDs. The size of green-, orange- 
and NIR-emitting QDs estimated from transmission 
electron microscopy (TEM) images are 5.5±1.2, 
3.2±0.6, and 4.7±0.6 nm, respectively (Figure 1b, c, d). 
The size broadening observed in green-emitting ZAIS 
QDs may result from the non-homogeneous alloying 
of Zn or Ostwald ripening during the prolonged 
reaction time. Energy dispersive X-ray (EDX) results 
confirmed the compositional variation in the QDs 
synthesized with different precursor ratios (Figure 
1e). The TEM and EDX results combinedly indicate 
that the wavelength differences of ZAIS QDs mainly 
result from the compositional variation rather than 
the size changes. By decreasing the Ag:In ratio or 
increasing the Zn content, the absorption and 
emission spectra of the ZAIS QDs showed a 
pronounced blue shift (Figure 1f, g), which was 
attributed to the bandgap widening effect upon 
composition control.[30, 36] At the same time, a 
shortening of the fluorescence lifetime from 243 to 155 
ns (average fluorescence lifetime calculated by 
bi-exponential fitting) was observed in ZAIS QDs 
(Figure 1h). Despite this variation, all of these 
fluorescence lifetimes at the scale of hundreds of 
nanoseconds are substantially different from those of 
the typically used CdSe QDs, suggesting the potential 
of combining these ZAIS QDs with CdSe QDs for 

temporally multiplexed imaging. 
The green- and red-emitting CdSe and ZAIS QDs 

were selected as 2-dimensional encoded labels with 
different optical characteristics in spectral and time 
domain. For biomedical imaging studies, 
organic-aqueous phase transfer of these QDs is 
required to make them water dispersible. The ORG 
CdSe QDs were transferred into the aqueous phase by 
using the mercaptosuccinic acid (MSA) as surface 
ligands. The obtained MSA-capped CdSe QDs 
remained the morphology and crystallinity of the 
organic-soluble CdSe QDs (Figure 2a, 2b, S1). The 
ORG ZAIS QDs were rendered hydrophillic by 
encapsulating them with a silica shell. TEM images 
show that the ZAIS QDs were embedded within the 
silica shell of ~10 nm thickness (Figure 2c, 2d). The 
QYs of the red- and green-emitting ZAIS QDs are 
11.5%-21.4% after transferring them to aqueous phase. 
The spectral and temporal optical properties of the 
surface modified CdSe and ZAIS QDs in solutions 
were compared through analysis of their PL spectra 
and time-resolved PL decays. From Figure 2e, the PL 
spectra could be utilized to differentiate the green 
emitting with red emitting QDs. For green CdSe and 
green ZAIS QDs (or red CdSe and red ZAIS QDs), 
their absorption (Figure S2) and PL spectra are 
severely overlapped, making it difficult to distinguish 
their emissions by optical filters or visible eyes (Figure 
2e, inset). 

 

 
Figure 1. Characterization of organically-capped Zn-Ag-In-S (ORG ZAIS) QDs with different composition ratios. (a) Digital photograph of ZAIS QDs with different 
Ag:In ratio and Zn content under UV light. TEM images and size distributions of (b) green-emitting, (c) red-emitting and (d) NIR-emitting ZAIS QDs. (e) Composition 
ratio of ZAIS QDs determined by EDX. (f) UV-vis absorption and (g) PL spectra of green (olive line), yellow (orange line), red (red line) and NIR (black line) emitting 
ZAIS QDs with different composition ratio. (h) Time-resolved PL decays (dots) and bi-exponential fitting curves (black line) of the same ZAIS QDs. 
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Figure 2. Characterization of water-dispersible CdSe and ZAIS QDs. TEM images of (a, b) MSA-capped CdSe QDs and (c, d) silica-coated ZAIS QDs. (e) PL spectra 
of 4-plex CdSe and ZAIS QDs dispersed in water. Inset is a digital photograph showing the aqueous dispersions of these QDs under UV light (left to right: green CdSe 
QDs, green ZAIS QDs, red CdSe QDs, red ZAIS QDs). (f) Time-resolved PL decays of DAPI in cell nuclei, green and red emitting CdSe and ZAIS QDs dispersed in 
water. The PL decays were fitted to mono-exponential (dash line) and bi-exponential (solid line) curves. 

 
Despite the spectral similarity between these 

QDs, they demonstrate a significant difference in their 
time-resolved PL decay profiles (Figure 2f). Moreover, 
both of their PL decay profiles show a much lower 
decay rate compared to that of 
4,6-diamidino-2-phenylindole dihydrochloride 
(DAPI), a dye model used in this study. It should be 
noted that, due to the high frequency (20 MHz) of the 
applied laser, the recorded decays are incomplete 
fluorescence decays, containing the fluorescence 

decay upon excitation of current pulse and the decay 
tails upon excitation of previous pulses. This 
incomplete effect caused by the high excitation 
frequency could skew the decay curves and blur the 
difference between the fast and slow decays. A lower 
frequency excitation will allow the acquisition of 
more complete fluorescence decays, but limit the 
number of photons that can be collected in a given 
time. The smaller photon number means a smaller 
signal-to-noise ratio (SNR) and results in broad 
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distributions of the calculated lifetimes, thereby 
increasing the difficulty of resolving the different 
fluorescence lifetimes. The effect of excitation 
frequency on the resolvability of the fluorescence 
lifetime distributions was investigated by simulation 
(Figure 3). For two specific lifetimes, lengthening of 
the laser repetition period (i.e., decrease of the laser 
frequency) first increases the resolvability due to the 
narrowing of the long lifetime distributions while 
further lengthening of the laser repetition periods 
leads to a lower resolvability due to the broadening of 
both lifetime distributions (Figure 3 and Figure S3).  

 

 
Figure 3. Simulation results on the effects of the laser repetition rates (x axis) 
and fluorescence lifetime scale (y axis) on the resolvability of the fluorescence 
lifetime distributions (z axis). The first and second number of the y tick labels is 
respectively short and long fluorescence lifetime values for generating decay 
curves. The resolvability of the two lifetime distributions was calculated as the 
distance between the right tail of the short lifetime distribution and the left tail 
of the long lifetime distribution relative to the distance between the mean of 
two lifetimes. 

 
As expected, the optimal laser repetition periods 

are larger for resolving longer fluorescence lifetimes. 
In this study, the applied 20 MHz laser has a 
repetition period of 50 ns, which increases the 
resolvability of the PL decays of DAPI and CdSe QDs 
and retains the difference between the PL decays of 
the CdSe and ZAIS QDs. To incorporate other QDs 
with longer fluorescence lifetimes (e.g. Mn- or Cu- 
doped QDs) in this system, a longer excitation 
repetition rate was suggested to be applied, either by 
using a lower frequency laser or by modulating the 
on-time of laser.[37] After curve fitting of the collected 
decays, an incomplete decay model with corrections 
was used to estimate the fluorescence lifetimes 
(Supporting Information). The fluorescence lifetimes 
calculated from the mono-exponential fitting curves 
are 1.93, 23.5, 32.4, 127, and 188 ns respectively for 

DAPI in cell nuclei, green CdSe, red CdSe, green 
ZAIS, and red ZAIS QDs in water. Although the 
mono-exponential fitting is not a tight fitting model 
for these multi-exponential fluorescence decays in 
comparison with the bi-exponential fitting (Figure S4), 
it is recommended to be used in cell imaging because 
it is more robust when there are limited numbers of 
photons for curve fitting.[38] Additionally, the 
corrected bi-exponential fitting model proved that the 
lifetime values obtained by the mono-exponential 
fitting model are reasonable (Table S2).  

To examine the potential of the 2-dimensional 
encoded QDs for spectrally and temporally 
multiplexed imaging, the cells treated separately with 
these QDs were imaged by spectral microscopy and 
fluorescence lifetime imaging microscopy (FLIM). In 
spectral imaging, the fluorescent signals from the 
green and red emitting QDs were resolved by using 
spectrally matched filters (Figure 4a). In FLIM 
imaging, the fluorescence decays in each pixel were 
fitted to mono-exponential curves and the calculated 
lifetimes were correlated with the hue component of a 
hue-saturation-value (HSV) image. The resulting 
false-color images show clear distinction between 
signals from CdSe QDs and ZAIS QDs (Figure 4b, 
middle column). The fluorescence lifetimes of these 
QDs in cells could be further discriminated from those 
of DAPI, which shows the potential of combining 
these QDs with organic dyes to achieve three levels of 
fluorescence lifetimes in temporally multiplexed 
imaging. The broad distribution of the fluorescence 
lifetimes (Figure 5, left panel) is considered to be a 
combined result of the lifetime variation of dye and 
QDs in cells,[24, 25, 39] noise in data collection, and 
error in data analysis. Carlini and Nadeau applied 
CdSe QDs for FLIM imaging and found their 
fluorescence lifetimes varied in different cellular 
regions, which are affected by the pH level and redox 
conditions of local environment.[24] Similarly, Orte et 
al. have observed that the fluorescence lifetimes of 
CdSe QDs varied from 8.7 to 15.4 ns when the solution 
pH was increased from 5 to 9, and they even utilized 
this property for sensing pH in live cells.[25] 
However, despite the lifetime variation, the emission 
of DAPI, CdSe and ZAIS QDs can be well 
distinguished by their fluorescence lifetimes when 
applying an appropriate lifetime scale (0-60 ns in 
Figure 4). The subtle variation of fluorescence 
lifetimes in different cellular regions can be observed 
if a smaller and more specific lifetime scale is applied 
to display the image. As an example, the same image 
of cells treated with red CdSe QDs were displayed in 
a lifetime scale of 17-25 ns and showed observable 
variation in fluorescence lifetimes from different 
regions (Figure S5). By utilizing the sensitivity of 
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fluorescence lifetimes, the variation could be used for 
probing cellular environment. This indicated the 
potential of using FLIM imaging of QDs for 
simultaneously temporally multiplexed imaging and 
sensing, which more extensively exploits the available 
information. Upon comparing to mono-exponential 
fitting, the bi- exponential fitting generated less 
resolvable FLIM images of the applied dye and QDs 
(right columns of Figure 4 and Figure 5). This may 
result from a higher instability of bi-exponential 
fitting under the condition of limited photon numbers 
[38] and the over-weighting of long lifetime 
component when calculating the intensity averaged 
lifetime.[24, 40] Therefore, for our FLIM image with 
limited photons numbers (<104 photons in each pixel), 
mono-exponential model is recommended for curve 
fitting and lifetime calculations. Overall, these cell 
imaging results demonstrate the potential of using the 
2-dimensional encoded QDs for spectrally and 
temporally multiplexed imaging.  

In spectrally multiplexed imaging, the channel 
splitting is achieved by using a series of spectrally 
matched optical filters. In temporally multiplexed 
imaging, the channel splitting can be carried out by 

using software or programmable scripts, thus can be 
easily customized according to the specific temporal 
characteristics of the fluorescent probes. Herein, by 
deliberately introducing any two of DAPI, red CdSe 
and red ZAIS QDs in a same FLIM image, we 
obtained three mock scenarios for temporally 
multiplexed imaging. The obtained fluorescence 
lifetime distributions (Figure 5) were used to 
determine the time gates for channel splitting of these 
temporally multiplexed images. Accordingly, 10 ns 
was set as the time gate to separate the signals from 
DAPI and red CdSe QDs and 40 ns was selected to 
separate signals from red CdSe and ZAIS QDs. By 
using the software-based time gates, the FLIM images 
containing a mixture of fluorescence signals were split 
into three channel images (Figure 6). In original FLIM 
images, the cells co-stained with DAPI and either type 
of QDs exhibit a false-color pattern of round nuclei 
encircled by peripheral cell regions. The cell nuclei 
were displayed in 0-10 ns channel image, while the 
peripheral regions were mostly present in 10-40 ns 
channel image for cells treated with red CdSe QDs 
and in >40 ns channel image for cells treated with red 
ZAIS QDs. 

 
Figure 4. (a) Spectral imaging and (b) fluorescence lifetime imaging of RAW264.7 cells separately treated with DAPI, green CdSe, red CdSe, green ZAIS, and red 
ZAIS QDs. The fluoerscence lifetimes were obtained by mono- or bi- exponential fitting and mapped to a false-color scale from 0 ns (blue) to 60 ns (red). 
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Figure 5. Fluorescence lifetime distributions of DAPI, green CdSe, green ZAIS, red CdSe, and red ZAIS QDs in FLIM images obtained by mono-exponential (left 
panel) and bi-exponential (right panel) fitting. 

 
This result indicates that in multiplexed cell 

imaging, the emissions from QDs and dyes with 
distinct lifetimes can be temporally resolved. Also, we 
noticed that a perinuclear, ring-like pattern showing 
lifetimes in between those of the DAPI and QDs, 
which was displayed in 0-10 ns channel image for 
cells treated with red CdSe QDs and DAPI, and in 
10-40 ns image channel for cells treated with ZAIS 
QDs and DAPI. According to results in Figure 4, DAPI 
only or QDs only cannot generate such a pattern with 
fluorescence lifetimes in the mediate range. Therefore, 
this pattern is most likely to arise from the 
co-existence of DAPI and QD signals with 
comparative intensity in the same pixel. To examine 
the resolvability of two QDs in a same cell image, we 
performed a cross-cell experiment [41] by 
co-incubating two group of cells, either pretreated 
with red CdSe or red ZAIS QDs, in a same dish for 
FLIM imaging. The resulting FLIM images show a 
spatially separated pattern of cells with different false 
colors, which is expected when no or very few QDs 
were transferred between neighboring cells. After 
channel splitting, the blue-green pixels in 10-40 ns 
channel image and red pixels in >40 ns channel image 
are respectively attributed to emissions from red CdSe 
and red ZAIS QDs. This result conceptually proved 
that the emissions of DAPI, CdSe and ZAIS QDs can 
be resolved from temporally multiplexed cell 
imaging. The same temporal multiplexing technique 

can improve the reliability of distinguishing the 
fluorescent probes with similar spectral wavelengths 
but distinct fluorescent lifetimes.  

 

Conclusions 

In summary, our proof-of-concept study 
demonstrates the feasibility of spectrally and 
temporally multiplexed imaging of cells by using 
4-plex QDs with different emission wavelengths and 
widely differing fluorescent lifetimes. Green emitting 
CdSe and ZAIS QDs were differentiated from red 
emitting CdSe and ZAIS QDs by spectral imaging. 
CdSe and ZAIS QDs with similar spectral 
wavelengths were well resolved by FLIM imaging 
when taken up by cells, which were attributed to the 
substantial difference in their fluorescence lifetimes. 
Future work is needed to extend this technique to a 
variety of QDs showing magnitude difference of 
fluorescence lifetimes. The excitation frequency and 
data analysis method should be carefully designed 
according to the lifetime scale of the applied QDs. 
Combining a pool of spectrally and temporally 
distinct fluorescent probes, one can expect to increase 
or even multiply the number of measurable species in 
multiplexed imaging and sensing applications. Such 
technique will serve as a valuable tool for future 
nanomedicine and biophotonics research. 
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Figure 6. Temporally multiplexed imaging of the RAW264.7 cells co-stained with DAPI and red CdSe QDs (top row), DAPI and red ZAIS QDs (middle row), and 
the cells separately treated with red CdSe and red ZAIS QDs, seeded and cultured in a same dish (bottom row). The original FLIM images (left column) were split into 
0-10 ns, 10-40 ns, and > 40 ns channel images as indicated. 
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